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ABSTRACT 

Lamellar composites of beryllium and titanium have been tested 
by ballistic impact, tensile" testing after impact, and impacting while 
under tensile stress. 

The titanium cover plates minimize and localize the impact damage 
to the beryllium core.    Use of high strength beryllium sheet to maximize 
the strength-to-weight ratio of the composite resulted in increased 
ballistic impact damage.    For all types of beryllium utilized,  the damage 
induced by ballistic impact energy levels of 1 ft-lb and greater in speci- 
mens while under tensile load, lead to crack propagation throughout the 
cross-section of the beryllium substrate with a resultant loss in load 
carrying ability.    Therefore future efforts on this composite approach 
for turbine engine blading is not warranted. 

The program was aimed at rapid evaluation of composite potential 
in the one application and materials and techniques were not optimized. 
Potential in other less demanding areas or armoring was not evaluated. 

"This document is subject to special export controls and each 
transmittal to foreign governments or foreign nationals may be made 
only with prior approval of the Air Force Materials Laboratory (MAM), 
Wright-Patterson Air Force Base, Ohio   45433". 
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I.    INTRODUCTION 

Summary of past studies has indicated that beryllium,  in spite 
of its high moduli of elasticity and rigidity,  has been an extremely 
poor material in applications requiring ballistic impact resistance. 

The prime factor contributing to its poor ballistic quality is 
that which is responsible for its limited tensile ductility,  the lack 
of sufficient slip systems operating at room temperature.    In wrought 
material,  this lack is further emphasized by preferential orientation, 
which may reduce the availability of desirable slip systems in the path 
of impact energies.    Extensive studies have shown that the prime mode 
of plastic deformation is by slip on the basal plane (0001).    It has been 
further demonstrated that the basal plane during rolling becomes oriented 
such that it is parallel with the rolled surface.    In contrast to this condi- 
tion,  the low ductility (l 120)prismatic plane becomes oriented normal to 
the rolled surface. 

The mere fact that beryllium is anisotropic such that the slip 
capabilities are greatest on the basal plane (0001),  to a lesser degree 
on the type I prismatic plane (1010) and least on the type II prismatic 
(1120) plane has been demonstrated.    Introduction of mechanical defor- 
mation,  such as rolling,   results in the development of preferred 
crystallographic orientation in which the basal plane is oriented in 
rolled plane and the types I and II prismatic planes become respectively 
normal and parallel with the rolling direction. 

Considering the resultant crystallographic orientations and relating 
these to the geometry of the applied impact force on either armored or 
unarmored wrought    sheet beryllium    one observes that the potential of 
either elastic and/or plastic absorption of the resultant kinetic energy 
without mechanical failure is very low.    Since the prismatic planes are 
normal to the plane of the sheet and parallel with the direction of impact,, 
the strain resulting from the tensile and shear stresses caused by the 
interaction of the compressive and reflective wave fronts,  particularly 
on the low ductility type II prismatic planes gives rise to potential failure 
because of its poor elastic and plastic capabilities. 

A study to improve impact resistance^   ' suggested that though only 
a marginal increase in impact levels required to initiate fracture in 

Woodard,  D.H..  Stonehouse, A.J.,  and Beaver,  W  W. ,   'Development 
of Beryllium With Improved Impact Resistance'   - February 15,   1968, 
AFML-TR-67.250. 



beryllium itself could be obtained,  the degree of propagation could be 
markedly affected by a few schemes.    One of the more practical methods 
involved preparation of laminates and later developments indicated 
impressive results when beryllium was armored with titanium sheet. 

Ballistic impacts at high levels (6 to 12 foot pounds) would dent 
and bulge the cover plates    but not show cracking at the exposed beryl- 
lium periphery     When the components were separated,  the failure in 
the beryllium was localized and though cracks were evident around the 
penetration,   they did not extend very far. 

When this concept was considered as a potential method for 
preparation of impact resistant turbine blading,  its load carrying ability 
was of immediate concern     The tests which genorated interest in the 
armored composite had been made on material containing Isotropie hot 
pressed beryllium as a core material     Calculations indicated that the 
tensile strength of this combination would result in a strength-to-weight 
ratio at a level which was too low to warrant studying as a replacement 
for conventional materials.    High strength wrought beryllium would be 
required in the composite to increase the ratio level to a point where 
further development could be justified.    Thus;  the program laid out for 
the first effort was essentially a screening probe to determine feasibility 
of the approach,  and success in this endeavor would lead to a study to 
optimize individual materials. 

Addition of titanium armor,  for all practical purposes,  does not 
alleviate the internal condition of the beryllium,  but merely acts as an 
impact cushion and a retainer for secondary ballistic particles that may 
be generated as the result of the initial impact.    Application of the titanium 
armor obviously compromised the density, moduli and strength-weight 
ratios;  however,  the proposed system offered compromises which were 
still attractive.    Initially,  considering the effectiveness of the armor as 
well as the combined density,   moduli and strength-weight ratios,  it was 
concluded that a geometric cross-sectional ratio of beryllium to titanium 
to bond material of 68 30 Z offered the best potential.    The latter,  in this 
ratio,  was the aluminum braze contribution.    Estimated properties apply- 
ing the rule of mixtures to this ratio were density,   2. 60 grams per cubic 
centimeter and modulus of elasticity of 35 x 106 pounds per square inch. 

Qualitative observations of deviations from this optimized ratio 
appear to result in either reduced ballistic effectiveness with a reduction 
of armor cross-section or stressing the beryllium substrate with the forces 



generated by the differences in the respective thermal expansions to 
failure with increased armor thickness.    Increasing the armor cross- 
section at the expense of the beryllium substrate would,  in addition to 
the above observation,  result in an increase of the composite density. 
Graphical variations of the composite density as a function of the armor- 
substrate geometric ratio may be seen in Fig    1. 

Collectively,  the mechanical properties would appear to offer sig- 
nificant improvement in ballistic and crack propagation characteristics 
in comparison with materials of comparable density.    Further analysis 
of the related physical properties revealed that the method of joining 
has a potential of producing deleterious effects.    Since joining the 
components involves thermal processing,  the resultant effect of the 
differential thermal expansions of the principal materials was such that 
the beryllium would be stressed in tension at room temperature. 

Tabulated properties,   such as the coefficient of linear thermal 
expansion,  are usually reported as average values over a given tempera- 
ture range neglecting incremental changes which are either linear or 
non-linear.    Referring to Fig.  2,  it may be observed that the relative 
differences of the linear expansion curves for beryllium and Ti-6A1-4V 
in the temperature range from room temperature to 800CF are for'all 
intents and purposes linear.    The differences shown which would result 
in the potential development of residual stresses are dependent on the 
magnitude and rate of change of linear expansion as a function of 
temperature. 

Upon further consideration of the effect of temperature on the volume 
coefficient of expansion one finds,  particularly in wrought beryllium,  the 
orientation had a decided influence.    Gordon^) demonstrated that expansion 
in the transverse and longitudinal directions of extruded beryllium varied 
with the development of the degree of preferred crystallographic orienta- 
tion.    He reported that thermal expansion in the transverse (c-axis or 
prismatic) was 15 to 18 percent greater than that observed for the longi- 
tudinal (a-axis,   basal plane) direction.    A parallel analogy would apply to 
the rolled beryllium sheet used for this study. 

(2) 
Gordon,  P. ,   "A High Temperature Precision X-Ray Camera     Some 
Measurement of the Thermal Coefficient of Expansion of Beryllium" 
J. Appl.   Phys.   20 (1949),  908. 
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The effect of temperature on the volume thermal expansion rate 
of solution treated and aged Ti-6A1-4V and hot pressed beryllium would 
follow their respective linear rates since the orientation of the principal 
rrystallographic planes are    within the realm of experimental error, 
random. 

Extending the effe« t of temperature to the mechanical properties 
one finds that the elastn   moduli and the tensile yield strength of wrought 
and hot pressed beryllium as well as solution treated and aged Ti-6A1-4V 
decrease with im rease in temperature where as the elongation exhibits 
an overall increase fo a maximum.    In spite of the fact that the losses in 
yield strength and elastic  moduli are significant,  the values within the 
temperature range chosen are of the same order of magnitude as the room 
temperature values.    See Figs.   3 and 4.    Since beryllram and Ti-6A1-4V 
were joined with aluminum   the effective maximum temperature at which 
the bonding med^a offers resistance to relaxation of stresses caused by 
the difference in thermal expansion is of the order of 600'F.    Delineating 
the effect of temperature on the physical and mechanical properties within 
this range    observing average values of expansion coefficient as well as 
for moduli    yield strength and elongation,  the resultant residual stress in 
the berylLum substrate is 10 ksi ax »ally and 1 5 ksi vectorially in tension. 

In a laminated system    which in this case is identified as beryllium 
braze bonded to and constrained by two Ti-6A1-4V cover plates-,  prediction 
of the mechanical properties is based on the premise that the composite 
components are continuous and firmly bonded such that no slippage can 
occur between the bonded interfaces.    For all intents and purposes,  the 
contribution of the aluminum bra^e to the mechanical properties of the 
composite has been neglected since its volume fraction-modulus product 
is relatively small m comparison with the major constituents. 

Neglecting for the moment the residual stress resulting from the 
differential thermal expans.on    the estimate of the theoretical properties 
of the beryllium      T)-6A1-4V constrained composite is dependent on the 
condition and fype of ( omponents as well as the effects of the thermal 
bonding cycle.    Using published data and verified by dummy experimenta- 
tion on the individual components    using the tooling and cycle described 
in section IT C    estimates of the mechanical properties of beryllium con- 
strained by Ti  6A1 • 4V were made using the rule of mixtures tabulated in 
Table   I.    It follow?    that s.nce the beryllium substrate and the Ti-6A1-4V 
are continuously bonded along the ax.s parallel vMth the applied tensile 
load that 



X « • * 
N 

1 
o 
IT 

1 y l 
H

ot
 P

re
ss

ed
 B

e 

V 
A 
•0               i 
V               / 

«-I              # 

K 
(0         # 
n     # 

2 / 
/ 

/ 

/ 

5 
i 

w     1 7 
/ 

■ 

1 
1 

8 

UJ 

z 
UJ 

§ s 8 

^ 

1 

4)  fe 

51 w S 

'S 
ig 

>-'   a 

IS 
i 

,Ni/soNnod ,oi« Aiiousvia JO smnoow 



8 
NOiivoNona % 

•o O tf> 

x 
00 

IN 
I 

o m 

oi 
H 

!8rf fi0ix H19N3älS 



w 

PQ 

5 

2 

w 

a 

u 
w 
2 

w 

0) 

Iß     '    (0 

U      x 

0) 3 

fr'S 
o ^ 
U " 

5     «3 

(0 
C 

^     2 

o 

u 

PQ W 

in 

00 

00 

CO 

in 

O 

ID 
00 

O 

LD 

Ul 

IT 

fM 
O 

IT) 

C^ 

30 

oo 

00 

fM 

(Vl 

o 

in 

d 

oo 

00 

o 
o 
oo 

O 
00 

NO 
OO 

if) 

d 

CO 

LO 

LD 

IM 

ro 
on 

tn 

0) 
u 

o 
o 
fM 
fM 

O   fM 
O     I 

X tf) rv 

XI 

(0 
ji " <U f-H 

spd" 
o 0 

(M 
CQ a. o 

o (M 
U N fM 

LTl 
4-> 

l-H 

fM 

0 o ^ 

3 

U5 

Ou 

o 
o 
o 

t 

?.! 

».- 

•« o 
» o 

rt oo 

•3 > 
-0 
c 

>    00 
•5 «I 

» ^ 

4-1 

0)    (4 
^3    4) 
■"    U 

n)   c 

» .2 
TO    l-H 

ö. en 

e.s 
.2 iS 
C XI i o 

■rj   M 
V c  -^ 

(A 
o 

OH 

I 
U 

i 

-a 
0) 
c 

3 
O 

tfl C nJ 0 
4) 

l-H ni u g) 
u 0 

■-H 
0) 1» 
N 
flj ^ 
u LTl 

x> T) 
T3 C 
h nJ 

C 
•0 
0) 

iS •£, 
tn 

ft 
o 
o 
o 

a 
> 

•i-t 
00 

c 
4) 

J3 

a 
•. "-H 

-a  3 
<U     .H 

0) * 
^ o 
** o 
c o 

. I- 
c 9 « o « « 

o 
IM 

T3    (T) 
0)   u 

oo 

rt C 

*3 u 
en v 

W 2 

ö C 
nJ O 
00 _ 

^^ 

u 

0 

^   a>   a; 

SK <; ^ 

> ^- 

£ 
3 

to 
a 

•i-t 
*J 
u 
V a o 
u 
a, 

l-H 

s 
T3 
3 

•iH 
00 

§ 
00 
c 

•iH 
to 
3 

tn 
a; 

■ H 
*d 

l-H 
«) 
u 

0 
0) 

J3 

c 
o 

tn 
U 

* 



p  - Pn ^ p_. (1) 
c Be Ti 

The strain and tensile stress distribution then can be represented by the 
relationships 

<7"c -  <rBeABe t   tfTiATi (2) 

*■*  -   <rBeVBe +    ^Ti (3) 

and ec   =    eQe =   eTl (4) 

Equating    ö~= E- e and taking (3) and (4) the relationship reduces to 

CJ*    = E      e      V E       e     V .  . wcy        Be   Be   Be +     Ti     Ti   Ti (5) 

Since Vn     +  V^. 
Be Ti = 1 and   e     = e _    =   e „. 

c        Be Tx 

the relationship is further reduced to 

^     =[EBeVBe + ETi   (1-VD   ) ]e (6) 
y Be       c 

where;        P_,  PRp and PT-  __..,, IJ^-IIJ c        ■De Ll - Total and component applied tensile loads, 
-• respectively. 

cy - Yield strengh of composite applied. 

C •    ^Tj       CT       - Total and component tensile stress,  respectively. 

A„   ,   A,,,. = Cross-sectional area fraction. 
Be       Ti 

V„   .   V„ = Volume fraction. 
Be       Ti 

•   ,    e _,   .     e^   ^ Strain (0. 2% = 0. 002 at Y.'P. ) 
c Be Ti 

E^   >   E„. - Respective elastic moduli. 
Be        Ti 

10 



Extension of the rule of mixtures to the estimation of the theoretical 
ultimate tensile strengths follows the same relationship as identified 
in (3) above and qualified with the following notations    these are 

^c    ' ^e^Be    * ^BJ  "V (7) 
u u T 

where:        (f     - Ultimate tensile strength of the Ti   6A1-4V constrained 
u     beryllium composite 

V-    = Volume fraction of the bervllium substrate 
Be 

0"_       = Ultimate tensile strength of bervJhum 
Be 0 

u 

/ 
^rr,-      = Stress in the Ti-6A1  4V cover plates at 0^. Tl ^ Be 

T u, 
from graph (Fig.   5). 

Using the relationships (6) and (7) with the graphical relationship 
shown in Fig.   5,  estimates of the theoretical yield and tensile strengths 
of berylHumcon8trainedbyTi-6Al'4V cover plates are as indicated in 
Table I. 

Collectively.-  assuming that no residual stresses were evident in 
beryllium constrained by Ti-6A1-4V cover plates,  the range of yields and 
ultimate  tensile  strength estimates are 43 to 74 ksi and 69 to 115 ksi, 
respectively, with the ranges cited being dependent on the type and condi 
tion of the berylli«m substrate.    The mere fact that the beryllium substrate 
has a higher thermal coefficient of linear (and volume) expansion than the 
Ti-6A1-4V cover plates,  demonstrates the potential of the development of 
tensile residual stresses in the former because of the mode of joining. 
Further,  the relative orientation of the basal and types I and II prismatic 
planes,  particularly in wrought beryllium     such that these planes are 
respectively normal and parallel to the direction of applied impact would 
appear to reduce the ballistic effectiveness of the composite. 

Although the original proposal concerned itself with titanium armored 
wrought S-200 grade beryllium    the study was extended to include hot pressed 
S-200 and 1-400 as well as wrought 1-400.    Incorporation of these additional 
substrate materials was to insure as broad a study as possible of the imme- 
diately available materials to complete scoping of the concept    even though 
this was beyond contract requirements. 
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A.    Contractual Specifications 

The contract was for a two phase effort with initial approval to 
proceed only with Phase I     Initiation of Phase II was dependent on 
results deemed encouraging to the US/UK program managers. 

Phase I • Initial Testing and Evaluation of Brush-Developed 
Composites 

1. Approach     The effort in this phase is to test the composite 
concept in relation to suggested utilization and manufacturing methods 
for production.    It is not necessary for optimization of material or fab 
rication methods in this phase     The structure for evaluation will be an 
assembly of beryllium and Ti-6A1-4V   with about 35%titanium by volume 
having the target property of 100  000 psi ultimate strength. 

2. Initial testing and evaluation shall be conducted as follows 

(a) Part A:   Determination of Impact Level at Which 
Cracking Begins 

Prepare a series of ballistic impact specimens nomi- 
nally 2 inches by I inch by 0. 100 inch thick from titanium and beryllium. 
Initially,  impact at low level and increase impact energy until cracks 
appear.    Disassemble the impacted specimens and determine level at 
which first crack in beryllium appeared. 

(b) Part B;   Determination of Effect of Crack on Tensile 
Properties of Composites 

Prepare twelve tensile specimens of composite assemblv 
Test two specimens as assembled at room temperature.    Select five impact 
energy levels to provide varying amounts of damage    based on results of 
Part A.    Impact two tensile specimens at each energy level.    Tensile test 
specimens at room temperature. 

(c) Part C.   Determination of Effect of Combined Tensile 
and Impact Loading 

Prepare eight tensile specimens of composite assembly. 
Make two tests under each of the following conditions 
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(1) Tensile load specimen to 60% of its nominal yield 
strength (at 0. 2% offset),  impact in the gage section at a level which 
on previous tests was sufficient to initiate first crack.    Record effects. 

(2) Tensile load specimen in same manner as (a), but 
impact at higher level.    Record effects. 

(3) Tensile load specimen to 80% of its nominal yield 
strength (at 0. Z% offset),  impact in the gage section at level as in (a). 
Record effects. 

(4) Tensile load specimen in same manner as (c),  but 
impact at level as in (b).    Record effects. 
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II.    SUMMARY 

As inthe result of previousexpenmental effort,  it was determined 
that lamellar composites of beryllium and titanium hfid the ability to 
absorb relatively high levels of ballistic impact and externally appear 
sound and crack free     Though subsequently it was determined that 
internal damage did occur,  this damage was limited and highly localized. 

The experimental effort reported was an attempt to rapidly evaluate 
the effect of such damage on mechanical properties of these composites. 
The work was restricted to the study of a minimum number of variables, 
and no attempt was made to optimize input materials. 

Specific strength-to-weight ratios were desired to qualify the com- 
posites as distinctly superior to current materials    further limiting the 
scope of the selection of components. 

Greater impact damage occurred when high strength beryllium was 
used to achieve these high strength-to-weight ratios.    Tensile data showed 
that the beryllium core did not contribute to the load carrying character- 
istics of the composite after impact.    On this basis    it appeared that the 
system would not have utility for blading in turbine engines,  and continued 
effort to optimize the components was not recommended. 
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Ill     EXPERIMENTAL 

A. Contractual Specifications 

Geometric limitations for the ballistic studies of beryllium 
armored with titanium required a nominal cross-sectional thickness 
of 0. 100 inch.    Since joining was with an aluminum braze,  this per- 
mitted the use of 0. 015 inch thick titanium alloy armor on each face 
of 0. 068 inch thick beryllium.    The maximum thickness allowed for 
the aluminum braze at each joint was 0. 001 with a total of 0. 002 inch. 
Nominal density established for a titanium armored beryllium composite 
whose cross-section was controlled at 0. 100 inch ± 0. 001 inch was of 
the order of 2. 55 to 2. 60 g/cm3.    The method employed in joining 
allowed sufficient control of both thickness and density within the limits 
chosen. 

B. Materials 

1.    Armor 

Armor material chosen for this investigation was solution 
treated and aged Ti-6A1-4V.    In order to establish maximums in the 
mechanical properties,  heat treatment was done in-house on segments 
of comparable geometry used in the assembly.    Properties obtained after 
solution treating at ITOOT for 40 minutes followed by a brine quench and 
aging at 925'F for 18 hours were 178.500 psi ultimate,   164,000 psi yield 
and 5% elongation. 

Since the solution treated and aged Ti-6A1-4V alloy was in part 
effected by the dip brazing cycle,   blanks enclosed in the graphite punch 
and die set were subjected to this treatment to determine the amount of 
change in the mechanical properties.    Although the melt temperature was 
stabilized at 1550oF prior to immersion of the punch and die set,  the mass 
and associated heat sink of the latter was such that the bath temperature 
dropped to 1300-1 3250F at the end of the 2 minute cycle. 

The mechanical properties of the solution treated and aged 
Ti-6A1-4V which was subjected to the dip braze cycle were 167,000 psi 
ultimate,   141,000 yield and 5% elongation 
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2. Pretesting Preparation and Inspection 

Finished machined ballistic and tensile specimens were etched 
in a dilute nitric-hydrofluoric acid mixture to remove machine damage 
and followed by a DyChek penetrant inspection for bond discontinuities 
and/or cracks in the beryllium substrate.    All visual inspection was done 
at 10X magnification.    Random selection of the wrought S-200 base com- 
posites was made for the purpose of evaluating the effect of a stress- 
relieving treatment.   Specimens chosen for the stress relieving heat 
treatment were heated to 840°F for four hours and followed by a slow 
cooling cycle.    The heat treated specimens were etched again and sub- 
jected to DyChek penetrant testing and inspection. 

Samples of all categories and grades which survived the above 
screening were then further randomly selected for various levels of 
impact and/or tensile preload. 

3. Photoelastic Film Preparation 

Wrought S-200 base composites were coated with a photoelastic 
film on the side opposite to the impact in order to discern and correlate 
the nature and magnitude of failure of the beryllium substrate. 

D.   Specimen Geometries and Tolerances 

1. Ballistic Test Samples 

The geometry of the ballistic test sample was 1x2x0. 100 
inch thick such as pictured in Fig.  6.    Variations in the lateral dimensions 
were kept at ± 0. 005 inch whereas,  the thickness variations were at 
+ 0.003 - 0. 000 inch. 

2. Tensile Specimens 

In order to draw a comparison of the effect of ballistic impact 
on the composite under tension with that of the standard ballistic specimen, 
as demonstrated in Fig.  6,  the geometry of the tensile-ballistic test bar 
gauge section was made equivalent (i. e. ,   1 inch x 2 inch x 0. 100 inch thick). 
Although the gauge section was symmetrical,  the clamp tabs had to be 
altered to accommodate the maximum available tensile jaw width so as to 
eliminate the potential of axial bending in the plane of the 2 inch x 0. 100 inch 
dimensions (see Fig.  7).    This alteration of tab geometry was made as the 
result of initial tests made on symmetrical tensile-ballistic test bars which 
appeared to fail,  in part, due to axial bending. 
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I     Substrate Material 

In all    four classifications of beryllium were used for this 
study    the grades    lot numbers and mechanical properties are as out- 
lined in Table 1 

3.    Bonding Material 

Commerciallv pure aluminum ingot was used for bonding with 
fluoride base fluxes for inhibition of dross formation and assuring adequate 
wettabihty of the beryllium and Ti-6A1-4V by the aluminum. 

Each of the materials indicated in Table I both as components 
and as composite assemblies    were given    within limits identical prepara- 
tory treatments such that the resultant results were a direct comparison 
of materials    conditions and/or heat treatment. 

C     Composite Fabrication 

Titanium armored beryllium for the tensile-ballistic,  ballistic- 
tensile and ballistic testing were made from a standard bonded blank whose 
geometry was  1. 5 x 6  5 x 0. 100 inch thick.    This blank configuration per ■ 
mitted conversion into either three 1x2x0. 100 inch-ballistic samples or 
one 1. 25 x 4 x 0. 100 inch-tensile blank and one 1x2x0. 100 inch-ballistic 
sample 

1     Assemblv 

Ti-6A1-4V and beryllium components    which were given conven- 
tional surface treatments to insure wetting bv the braze material,  were 
assembled in a graphite punch and die set,  then dipped into superheated, 
commerciallv pure aluminum bath.    Although the aluminum melt was 
superheated to 1550  F    the chilling effect of the cold punch and die assembly 
was such that the overall temperature after a fixed 2 minute cycle was still 
above the liquidus and ol the order of 1275" to 1300ÜF     On thermal stabili- 
zation of the melt and die assembly    the latter was removed to a hydraulic 
press and pressure of approximately 1000 psi was applied and held until 
the entire mass was cooled to room temperature     Application of the static 
load before and during solidification of the braze removed excess aluminum 
insured bond continuity in addition to maintenance of flatness and gauge. 

Bonded blanks which did not exhibit defects such as interfacial 
blisters    substrate cracks and  or bond discontinuities were then segmented 
into ballistic or tensile blanks 
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TR-450-248X 

Fig. 6 - Composite Geometry for Ballistic Test Specimen 

Fig.  7 - Composite Tensile Bar Geometry for Tensile Ballistic 
and Ballistic Tensile Testing 
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E. Testing 

1. Ballistic Impact 

Ballistic impact testing at levels up to 4 ft-lbs was with a 
0. 177 caliber pistol using a 0. 174-inch diameter ball.    For impact 
loads in excess of 4 ft-lbs up to and including 12 ft-lbs,  a modified 
ZZ caliber rifle was used.    The bore and ball sizes were 0. 220 and 
0. 2185 inch,   respectively. 

The ballistic specimens were held on one end in a foam rubber 
lined vise,    This method of specimen retention reduced the effect of failure 
due to bending along the vise edge. 

In order to eliminate impact interaction effectsj  each specimen 
was subjected to only one impact.    Within limits the ballistic impact was 
centered and positioned such that the effective bending moment on the 
specimens was the same. 

2. Tensile Piallistic 

Specimens to be ballistically impacted under a static tensile 
load were mounted in the normal manner required for tensile testing. 
Once these specimens became statically loaded at the level programmed, 
the chart drive was activated so that the immediate and delayed effects of 
the impact might be observed. 

3. Ballistic Tensile 

Tensile bars, which were ballistically impacted using the same 
method and positioning as for the 1x2 inch specimens,  were pulled to 
failure.    All tensile testing was done on a 10.. 000-pound-capacity Instron 
Universal Testing Machine. 

F. Evaluation 

Determination of the effect of ballistic impact was principally 
concerned with fact of survival.    Extension of the immediate conclusion 
of either success or failure of the specimen was based on a qualitative 
interpretation of the degree of failure.    All specimens were examined 
immediatelv after impact under 1 OX magnification for edge substrate 
cracking and bond failures.    It has been observed that delays in exami- 
nation result in changes of the size and number of cracks in the substrate 
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due to internal stress relaxations.    Where photoelastic film was used 
to record the effect of the impact, the developed stress pattern was 
photographed and it was used for comparison with the stripped beryl- 
lium substrate.    In order to determine the degree of damage to the 
substrate material,  these test specimens were thermally stripped and 
etched to remove the residual aluminum bonding material.    Failure 
analysis of the substrate material was compared with the photoelastic 
stress pattern, where possible. 

In general,  differentiating the magnitude of failure in this 
study is simply an academic exercise.    The prime conclusion that must 
be made is whether or not the composite survived the impact. 
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IV     EXPERIMENTAL RESULTS 

General 

Although there was a marked degree of superiority of the 
titanium alloy armored over the unarmored beryllium in its resistance 
to complete failure by ballistic impact,   it still did not have the degree 
of reliability for service application     Crack initiation and/or failure 
were evident to some degree in all combinations tested in the range of 
1. 00 to 12. 00 ft   lbs     The single advantage that one could offer in support 
of armored beryllium was that the composite structure did inhibit the re- 
lease of secondary ballistic particles 

In spite of the fact that every attempt was made to screen out 
composite specimens which exhibited crack defects in the substrate and 
bond    the mechanical properties obtained appear to indicate that the beryl- 
lium was not only residually stressed in tension but was also internally 
damaged.    The extent of the substrate damage,  which was not evident with 
either dye penetrant or visual examination,  apparently had continuity such 
that the majontv of the applied tensile was transmitted through the titanium 
armor. 

With the exception of the wrought S-200 grade beryllium base 
composites    all experimental tensile results on control specimens appeared 
to reflect the mechanical properties of the titanium armor. 

The differences in the thermal coefficient of linear expansion 
between beryllium and its Ti-6Al-4V constraining cover plates resulting in 
tensile stresses must be accompanied within the composite by plastic flow 
and/or elastic strain      Further,   these residual elastic tensile strains in 
the beryllium substrate at room ambient represent a significant portion of 
the vield strain. 

In order to demonstrate,   at least qualitatively,   the effect of the 
differential thermal coefficient of linear expansion between beryllium and 
Ti-bAl   4V,   several preliminary exploratory composite models were made 
using various volume fraction combinations.    Composites of equal volume 
fractions of beryllium and Ti-6A1-4V that were dip brazed and cooled under 
pressure exhibited tensile failure of the former during the cooling cycle and 
while still above the room ambient      Qualitative indications that tensile fail- 
ure had occurred was associated with an audible crack and verified by 
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thermally stripping the Ti-6A1-4V from the substrate revealing randomly 
oriented crack seperations normal to the plane of the beryllium sheet. 
The mere presence of these crack failures indicated that the stress level 
developed as the result of the differences in their coefficient of linear 
thermal expansion resulted in a progression of elastic strain followed by 
plastic deformation and ultimately tensile failure. 

Examination of the observed mechanical properties of the com- 
posites whose beryllium volume fraction was 0. 68.   revealed some rather 
interesting results.    Comparison of the observed yield strengths with that 
of the theoretical values obtained by the rule of mixtures demonstrates that 
both hot pressed and wrought S-200 beryllium constrained by Ti-6A1-4V 
cover plates were significantly higher than that predicted.    Hot pressed and 
wrought 1-400,  on the other hand,  had yield strengths significantly lower 
than that predicted.    All varieties of beryllium constrained by Ti-6A1*4V 
cover plates exhibited ultimate tensile strengths that were significantly 
lower than that predicted by the rule of mixtures. 

In light of the difficulty observed in obtaining sound Ti-6A1-4V 
constrained substrates of either hot pressed or wrought 1-400 beryllium, 
it was felt that those specimens which did not indicate penetrant defects 
were marginal and in all probability had internal damage. 

Specific analysis of the individual grades investigated along with 
the test variations cited are as indicated in the text that follows. 

B.    Wrought S-200 

Qualitative evidence,  supported by the theoretical considerations, 
has demonstrated that residual tensile strain and/or plastic flow occur in 
beryllium constrained by Ti-6A1-4V cover plates.    In order to alleviate 
the residual tensile strain in the beryllium substrate,  an 800°F thermal 
treatment was investigated to determine what,  if any,  improvement could 
be made in ballistic and/or tensile properties.    Resultant effect of the heat 
treatment was somewhat nebulous in that there was no clean cut differentia- 
tion in any of time variations at 800°F. 

1.    Ballistic 

Impact levels of from 0.5 to 12. 00 ft-lbs on both the heat treated 
and un-heat treated wrought S-200 ballistic specimens demonstrated a pro- 
gressive degree of failure with the increase in impact level.    Results of the 
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ballistic impact tests on the heat treated specimens may be seen in 
Table II and Figs 8 through 10 Comparable qualitative appraisals 
of the un heat treated wrought S-200 base composites may be seen in 
Table III and Figs 11 through 13.

For both the heat treated and un-heat treated wrought S-200 
base composites, impact levels in excess of 7 ft-lbs experienced sub
stantial delamination of the rear titanium armor with failure occurring 
in the aluminum bond

Attempts to reduce and/or eliminate the residual stress effects 
with heat treatment did not offer any apparent improvement in the ballistic 
qualities.

In addition to the visual examination of the impacted specimens 
for surface deformation and crack propagation from the point of impact to 
the edges, specimens which we’-e coated with a photoelastic film had 
shown corrolary results of aubstrate failure pattern.

2. Tensile Ballistic

Heat treated and un-heat treated tensile specimens, containing 
wrought S-200 beryllium ;n the substrate, that were ballistically impacted 
while under a static tensile load, all experienced an immediate drop-off 
in load from the programmed level as the result of failure of the substrate 
and plastic relaxation of the armor. Impact failure of the substrate caused 
the entire load to be assumed by the armor.

Visual analyses of the heat treated tensile-ballistic specimens 
appear to have a single crack failure normal to the applied tensile load 
at or adjacent to the impact site. With the exception of the low level im
pact of 1 ft-lb on 40 ksi statically loaded tensile specimens containing un
heat treated wrought S 200 beryllium, all crack failures were radially 
oriented from the impact site The tensile specimen which was impacted 
at the 1 ft-lb level under a static load of 40 ksi did not exhibit any evidence 
of damage other than a slight dimple It would appear that the stress re
lieving heat treatment on the tensile specimens did benefit and/or alter 
the nature of the crack failures in the substrate Since the crack failures 
in the heat treated specimens became singular, unidirectional and normal 
to the direction of applied tensile load, as opposed to the radial and random
ly oriented character of the un heat treated tensile ballistic results, one 
could presume that a change in the residual stress concentrations and



TABLE 11 

HEAT TREATED WROUGHT S-200 BASE COMPOSITES BALLISTIC TEST RESULTS 

Specimen No. 

7668-44 

7668-12 

6668-11 

7668-21 

29568-11 

17568-31 

7668-11 

29568-11 

7668-41 

7668-43 

17568-12 

7668-22 

Impact 
Level, 
ft-lb 

3.5 

4.0 

Compoeite 

5.0 

5.0 

6.0 

7.5 

8.0 

8.0 

9.0 

10.0 

10.0 

11.0 

No visible crack propagation to the edges from impact 
site.    Photoelastic stress pattern appeared to be uni- 
form around impact site with no apparent discon- 
tinuities which may have resulted from crack formation, 
See Fig.   10. 

Several fine cracks noted on two of the three edges 
adjacent to impact site.   Slight evidence of delamina- 
tion of the rear titanium  armour,.  Photoelastic stress 
pattern indicated some relaxation of the stress as the 
result of crack formation and propagation.    The mag- 
nitude of the crack formation was apparently reduced 
because of the delamination of rear titanium armor. 
See Fig.  10. 

Well defined stress pattern around the impact site. 
Slight bend separation noted on the rear titanium 
armor.      Stress pattern appeared to indicate some 
fine crack formation.    Slight evidence of a crack on 
one edge of specimen.    See Fig.  10 

Although the photoelastic stress pattern did not appear 
to be as broad as 6668-11 above, crack damage 
observed on the edges was similar.   The bonds between 
the components appeared to contain the impact.    Since 
the stress pattern appeared to be bimodal,  crack 
formation would be suspected. 

Photoelastic stress pattern outside the impact site 
appeared indicating crack formation in the beryllium 
substrate.    Examination of edges revealed a small 
crack at one edge.    See Fig.   10. 

Photoelastic stress pattern outside of the impact site 
was diffuse and indicated relaxation as the result of 
cracking and delamination of the rear titanium armor. 

Stress pattern did not appear to indicate crack forma- 
tion.    Delamination of the rear titanium armor 
probably resulted in the bimodal stress pattern. 

Similar stress pattern as that observed in 7668-11 
above.    Cracks visible on all edges adjacent to 
impact site. 

Diffuse photoelastic stress pattern outstdfe the impact 
site indicating crack formation in the beryllium sub- 
strate.    Slight evidence of bond separation of the rear 
titanium   armor     Cracks visifc.'n .«wo of the three 
edges adjacent to impact site. 

Diffuse stress pattern outside the impact site indicating 
crack formation in the beryllium substrate.    Edge 
cracking in the beryllium normal to the impact 
direction.    Some tearing was observed on the impact 
side of the titanium armor. 

Photoelastic stress pattern indicated potential crack 
formation outside the impact zone.   Edge cracking 
noted on all three sides adjacent to impact site. 
Rear titanium armor   bond was broken. 

Totally diffuse photoelastic stress pattern appeared 
to indicate complete crack failure of the beryllium 
substrate.    Several pieces of the beryllium were 
broken free from the composite.    Bond separation 
of the rear titanium arnoxr.  with edge cracks on all 
edges adjacent to the impact site. 
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Qualitative Analysis of the Effect of Impact 
^^^ Stripped Beryllium Substrate 

The substrate appears to exhibit some evidence of 
conical "punch out".    Some cracking was noted 
radiating from central point of impact but did not 
extend beyond the immediate impact zone.    See 
Figs.  8 and 9. 

Evidence of double ringed "punch out".    Radial cracks 
extend from inner punch out, but do not progress to 
outer punch out.    Fine cracks appear to extend from 
outer punch out ring to the edges.   See Figs,  8 and 9. 

Fine crack pattern randomly oriented from point of 
impact (not radial).    One crack extended from im- 
pact site to edge.    Slight evidence of punch out 
formation.    See Figs.  8 and 9. 

The beryllium substrate had randomly oriented crack 
distribution not necessarily originating from the 
impact site.   Type of crack distribution would indi- 
cate that failure was due to the bending moment 
caused by the impact. 

Impacted site had shown evidence of "p inch out". 
One crack propagated from impact site to one 
edge.   See Figs. 8 and 9. 

Evidence of "punch out" randomly oriented cracks 
initiated from impact site. 

Well defined conical "punch out" at impact site.    No 
visible evidence of crack formation and/or propaga- 
tion. 

Although there was some evidence of "punch out", 
failure was attributed to bending since the crack 
formation appeared to be concentrated out of the 
impact zone. 

Definite conical "punch out" with well defined crack 
formation at impact site and propagation to the edges. 

Well defined conical "punch out" cracks propagated 
radially from impact site to all three adjacent edges. 

Some evidence of "punch out" formation.    Crack forma- 
tion appeared to be the result of bending due to the 
impact since it did not appear te originate from 
impact site. 

Complete failure of the beryllium substrate, 
of the formation of a conical "punch out". 

Evidence 
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Fig. 13 - Ballistic Test Results on Unheat Treated Wrought S-200 Base 
Composites as a Function of Impact Level, Photoelastic Stress 
Pattern Generated by Impact



and orientations was effected.    Whether or not these changes could be 
considered to be beneficial in light of the fact that both failed under 
impact is subject to question. 

Qualitative observations of the test results for the heat treated 
and un-heat treated wrought S-200 base substrate may be observed in 
Tables IV and V,   respectively.    Photographic comparison of these tests 
may be seen in Figs.   14 and 15. 

3.   Ballistic Tensile 

In light of the marginal effects of heat treatment or wrought 
S-200 base composites on ballistic properties    it was decided that 
ballistic-tensile tests be confined to the un-heat treated condition.    Un- 
heat treated S-200 base composites which were first impacted at the 
levels indicated,  then pulled to failure demonstrated a significant drop- 
off in both yield and ultimate tensile strengths.    Examination of the 
nature of the substrate failure indicated a single crack through the impact 
zone and normal to the tensile axis.    In all cases when the specimen was 
pulled to failure,  the bond failed in shear before the armor was ruptureu. 
Qualitatively,  the wrought S-200 substrate appeared to contribute signifi- 
cantly to the tensile strength of the undamaged composite.    Qualitative 
analysis of the ballistic tensile tests made mav be seen in Table VI with 
photographic comparison in Fig.  16. 

C.    Hot Pressed S-200 

Although the theoretical ultimate tensile strength of 70, 000 psi 
for hot pressed S-200 beryllium constrained by Ti-6A1-4V cover plates is 
well below the target of 100, 000 psi indicated in the contractual proposal, 
it does have an attribute which would be advantageous in ballistic applica- 
tions.    Since the crystallographic and associated slip planes of hot pressed 
S-200 beryllium are randomlv oriented within the limits of the manufacturing 
process,  it would appear to have a greater tendency to absorb the shock of 
ballistic impact without failure than would wrought S  200 beryllium.    In 
light of this potential attribute,  the mechanical properties of hot pressed 
S-200 beryllium constrained by Ti-6A1-4V cover plates could be compromised. 

1.    Ballistic 

Ballistic damage on composites which had hot pressed S-200 in 
the substrate appeared to have less internal damage than did the wrought 
S-200.    Not only was there less damage but the pattern of damage was 

33 



in 
H 

u 
Ä 

H 

H 
U 

.li 
< 
03 

i 
w 

1/! 

u 
H 

^ W u 0 
.1 0, 
« ?. 
< 0 
H u 

£d 

£0 
o o 
-1 

H 
S 

O 
a 
5s 
Q 
U 
H 
< 
U 

H 
H 
< 

in 

«   «» ,fl 
a ■" -• 

1 

£ .5 e* 
—   a 

I2 
a. s-i 

.5- M <~ c 

s H 

I- 
S    »I 
n   > 
W 

>s . T) 
b 41 4> 
41 DC U 
> ^ « 
> ii c 

C3 
O 

*-» ^-t    O.  0 

o 
o 

o 
o 

2 o 
in 

y. 
a 
in 

■-C' 
3 3 

I 

o 

34 



w 

5 

h 

O 

H 

U 

H 

W 

3 
w 

S 

a. 
o u 
w 

« 
o 
o 
fM 

I 
CO 

H 
S 
Ü 
D 
O 

Q 
W 
H 

a 

ß 
v 
H 

o 
co 

•i-i 
(0 

> 

3 a 

CO 

^H 

g. Si 5 
1 4» i 

(Ü 
^  ü ^ 

H 

00 
> 

(0    0 

•§*• 
(0 

M 
nt 

5 a 

Ü 

u 
0) 

I 
V 
*■> 

(6 
2 

I £ o 

00 W 

I • 

CO 

O   to 
*» i2 

I0- 

> <u    • 
u 

to   (4 
« a 

M g 
ü  o 

o 
o 

nt • o VJ O ^f 
J 

e 
(U 

a PO 
•i-t d 1 
u 1 00 

a 00 w 0^ 

•H 
« . 
*> 00 

b a» 

^ ^ a 
2 ^ 

«.s 
.1 s 
•Sir 
'H a 
u c 

u 

N 

a co 
V* v m 
0.   . 
a o 
O    -H 
h 

>   N 

O     . 

S a 
*• Ö 
U   O 

CO 

o 
o 

o 

«I* 

•g M 

I" 
u v 

v. CO 
u 

•o 
5 « 
H (0 

•■H 4-1 
>H U 

O rt 

- a £.5 
-S a 

(U 
a a o 
u i 

I" 
-«  ü 
(0   <S 
co P- 
v a 
h    .H 

co   C 
«   0 

•H     a) 
g   S 

CO 

• rt   CO 

rt   o ^ ■«3   *»   -H 
CO 

o 
o 

O 

00 1 
>o 00 
00 NO 
CO 00 
^H a-- 

O 'S) 

.2 2- 

T)   (4   4) 
O "0 
*• n) 
-H 0 

a v 

co 

u 
o 
c 

u 
n) 

u 
n) 
a 
g 

a» w 

U     A     ß 
2 a o 

& 
o 
^ i x> b 

-H y 

CO <5 
CO 0- 

g a 
co e 
« 0 

o ^ r- 
•1-1 ^ . 

15 o « 
45 ** '-* 
CO 

o 
o 

o 

I 
00 

00 

S o 
42« 

JlrS 
O   3 
o -o 

(4 
o u 

u 
fi 

CO 

Ö.5 
O   M 

o«42 

00 

00 

i 
00 

00 

35 



TR-4S0-i48X

HtOM-Z

4I0M-4

V-ii y.
•14M-4

kmm
ieiM«.)

Fig. 14 - Tensile Ballistic Test Results as a Function of Increasing 
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completely different from that ot the wrought base composite.    Although 
no tests were performed between Z and 10 ft-lbs,   the results appear to 
indicate that crack formation and propagation from the impact zone was 
non-existent.    Impact levels of 1Ü and 12 ft-lbs resulted in localized 
damage to both the armor and substrate.    Failure was caused by "punch 
out'1 of a conical plug.    Substrate material adjacent to the "punch out" 
zone was void of visible radial and circumferential cracking. 

Table VII and Figs.   17 and 18 present qualitatively the results 
of these tests 

2. Tensile-Ballistic 

Hot pressed S-200 based composites,  impacted while under a 
static tensile load,  all exhibited the same stress relaxation as observed 
in the wrought material      As in the other materials tested the stress 
relaxation attenuated instantaneously to a constant level which held for 
the duration of the test cycle. 

Examination of the substrate damage appeared to demonstrate 
that the beryllium still had load carrying capacity since the damage was 
confined to the impact area.    However,   for static tensile levels in excess 
of the contribution of the titanium armor (i.e. ,   50 ksi),   the beryllium 
failed normal to the applied load before impact indicating that the sub- 
strate material did not contribute substantially to the mechanical proper- 
ties of the composite. 

Table VIII and Fig.   19 present qualitative results of the tensile 
ballistic tests performed on hot pressed S-200 based composites. 

3. Ballistic Tensile 

Observed yield strength of undamaged ho   pressed S-200 beryl- 
lium constrained with Ti-6A1-4V cover plates were significantly higher 
than that predicted using the rule of mixtures relationship.    Conversely, 
the observed ultimate tensile strengths were considerably lower than the 
predicted values. 

The effect of 2 ft   lbs ballistic impact on the tensile test bar 
prior to testing did not appear to cause any loss in either yield or ultimate 
tensile strengths.    Increasing the ballistic impact level to 4 ft-lbs resulted 
in a significant loss in both yield and ultimate tensile strengths indicating 
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that the beryllium substrate vias damaged by the impact. Examination of 
substrates i i Fig <20 and comparing these with the tabulated data on 
Table IX appear to substantiate that the beryllium was damaged by the 
impact.

D Wrought 1 400

Considerable difficulty was encountered in obtaining crack free 
composite blanks suitable for either ballistic or tensile specimens using 
wrought 1-400 beryllium In spite of the fact that the wrought 1-400 
material had relatively high elongation successes in obtaining crack 
free substrates were somewhat limited Since the samples were limited, 
tests on the wrought 1-400 composites were confined to ballistic tensile 
evaluation

1 Ballistic Tensile

Since both yield and ultimate tensile strengths of un-impacted 
Ti-6A1-4V constrained wrought 1-400 beryllium tensile bars were consider
ably below the rule of mixtures prediction, it would appear that the beryl
lium substrate was damaged and discontinuous before testing. Ballistic 
impact at the 1 ft lb level did not affect any further reduction in either 
yield or ultimate tensile strengths Table X and Fig 21 exhibit the 
limited test results obtained

E Hot Pressed ! 400

Hot pressed 1-400 also presented difficulties in obtaining blanks 
for ballistic and tensile composites suitable for testing. Specimen rejec
tion as the result of substrate cracks normal to the long axis re-emphasized 
the effect of the differential thermal expiansion coefficients of the two base 
materials. Those specimens that appeared to be free from visible cracks 
in the substrate were converted into tensile bars for tensile ballistic and 
ballistic tensile appraisal

1 Tensile Ballistic

Composite tensile specimens with hot pressed 1-400 beryllium 
in the substrate statically loaded in tension and impacted, all cracked 
normal to the d rection of applied load Damage to the substrate was 
complete such that the entire static tensile load after impact was trans
mitted through th«- armor Qualitative results of these tests may be seen 
in Table XI and Fig 22
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2.    Ballistic Tensile 

The yield and ultimate tensile strengths of hot pressed 1-400 
beryllium constrained by Ti-6A1-4V cover plates, which have not been 
subjected to ballistic impact,  were considerably below the level predicted 
by the rule of mixtures.    Specimens which were ballistically impacted at 
2 and 4 ft-lb levels,  then pulled to failure,   showed equivalent reductions 
in both yield and ultimate tensile strength below that of the supposedly 
undamaged test bar.    Although the 2 and 4 ft-lb impact levels on the re- 
spective specimens resulted in equivalent yield and ultimate tensile 
strengths,  the type and degree of failure of the beryllium substrate was 
not congruent.    The hot pressed 1-400 beryllium constrained with Ti-6A1-4V 
that was impacted at the 2 ft-lb level,  then pulled to failure exhibited 
randomly oriented brittle crack failures,  not only around the impact site, 
but also throughout the entire gage section.    The equivalent tensile speci- 
men impacted at the 4 ft-lb level and pulled to failure,  on the other hand, 
exhibited damage that was localized around the impact site. 

In light of the observation that the substrate in the ballistic 
tensile test specimen subjected a 2 ft-lb impact suffered complete failure, 
it would appear that there was some question as to the structural integrity 
of beryllium prior to testing.    Further,   since the majority of the crack 
failures of the beryllium were not necessarily oriented to the impact site, 
it would increase doubts as to its structural integrity in spite of the fact 
that Dy-Chek penetrant tests did not appear to reveal any discontinuities 
in either the bond or substrate.    Table XII and Fig.  23 exhibit the qualita- 
tive result of these tests. 
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V.    DISCUSSION OF RESULTS 

Qualitative comparison of the respective resistances to ballistic 
impact of equivalent cross-sections of beryllium and beryllium con- 
strained with Ti-6A1-4V cover plates has shown that the latter can 
sustain impacts without failure which may be as much as an order of 
magnitude greater than the former.    Conditions governing this general 
observation were that the experimental parameters,   such as the over- 
all geometric and testing procedures,  were equivalent. 

Using these qualifications,  the typical ballistic results reported 
by Woodard,   et al( ^) on standard 2 inch x 1 inch x 0. 100 inch thick poly- 
crystalline hot pressed or wrought beryllium shapes failed by cracking 
under ballistic impact levels of less than 1 ft-lb.    Actually,  ballistic 
impact levels which resulted in crack failure of both hot pressed and 
wrought beryllium were between 0. 2 and 0. 7 ft-lb. 

Qualitative examination of both hot pressed and wrought S-200 
beryllium which was constrained by Ti-6A1-4V cover plates revealed 
several interesting characteristics.    These are: 

1. Principle failure of the beryllium was usually confined to 
the immediate impact zone for all levels up to and including 
12 ft-lbs depending on the degree of work put into the 
material prior to assembly. 

2. Other than the radial and circumferential cracking around 
the immediate impact zone, there were random failures 
that were not necessarily oriented to the impact site.    It 
would appear that the non-impact zone oriented crack 
failures were the result of axial bending during impact. 
These randomly oriented crack failures were particularly 
characteristic of the wrought S-200 grade. 

3. Impact failures identified as a shear-tensile cup and cone 
"punch-out" at levels up to and including 12 ft-lbs appeared 
to be accompanied by a significant degree of plastic defor- 
mation as well as tensile failure of the aluminum bond. 

4. Ballistic ally impacted hot pressed S-200 beryllium constrained 
by Ti  6A1  4V did not exhibit any evidence of cracking beyond 
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the immediate impact zone.    It appears that all of the 
impact energy in levels up to and including 12 ft-lbs 
was cumulatively absorbed by plastic deformation, 
shear-tensile cup and cone "punch-out" and tensile 
failure of the aluminum bond. 

Although significant improvement was observed in the ballistic 
impact behavior of beryllium constrained by Ti-6A1-4V,  the incorpora- 
tion of such a composite system also causes conditions which are un- 
favorable.    Differences in the coefficient of thermal expansion of the 
armor and the substrate have shown that the beryllium,  when braze 
bonded to the titanium,  has a residual tensile stress of sufficient 
magnitude to cause failure even before impact.    The net effect of a 
ballistic impact normal to the residual tensile stress direction and 
parallel to the brittle prismatic planes can only be failure by cracking. 
Although the mechanical properties of the hot pressed S-200 grade beryl- 
lium did not completely lend themselves to the strengthr required of the 
composites, they did exhibit a reasonable degree of elasto-plasticity 
which permitted impact without catastrophic failure.    This behavior, 
perhaps,  is attributed to random orientation of the crystallographic 
planes.    Of the materials that were investigated, ignoring the mechani- 
cal properties,  the hot pressed S-200 was felt to have the greatest 
ballistic armor potential. 

Classification of the four basic substrate variations and considering 
both the mechanical properties as well as the ballistic quality,  the order 
of their performance was wrought S-200,  hot pressed S-200,  hot pressed 
1-400 and wrought 1-400.    Considering the ballistic qualities alone,  the 
order of performance would be hot pressed S-200, wrought S-200, with 
both wrought and hot pressed 1-400 failing completely. 

Tabulation of the theoretical and observed mechanical properties 
of the various grades of beryllium constrained by Ti-6A1-4V cover plates 
are shown in Table XIII. 
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TABLE XIII 

SUMMARY OF THE OBSERVED AND THEORETICAL MECHANICAL 
PROPERTIES AS A FUNCTION OF BERYLLIUM SUBSTRATE GRADE 

Theoretical 
 Strengths^ |) Observed Strengths Differences  

Composite Yield Ultimate       Yield Ultimate Yield Ultimate 
Substrate (psi) (psi) (psi) (psi) (psi) (psi) 

Hot Pressed 
S-200 43,600 68,800        47,500        48,100 +   3,900        -20,700 

Wrought 
S-200 56,000        103,000        65,900        85,800 +   9,900        -17,200 

Hot Pressed 
1-400 67,300        102,100        50,600       50,600 -16,700       -51,500 

W rought 
1-400 73,800        114,200        34,600       38,600 -39,200       -79,300 

Using Rule of Mixtures 

58 



VI.    CONCLUSIONS 

1. Beryllium constrained by Ti-6A1-4V cover plates offers interesting 
ballistic energy absorption characteristics in addition to its low 
density.    Damage is localized and the fragments are held in place. 

2. Based on the limited data   wrought S-200 grade beryllium showed 
less resistance to ballistic crack failure than did hot pressed S-200 
grade beryllium when constrained by Ti-6A1-4V cover plates. 
Failures of hot pressed S-200 grade beryllium constrained by 
Ti-6A1-4V cover plates were localized at the point of impact and 
accompanied by a substantial degree of plastic deformation. 

3. Ballistic impact at levels up to 4 ft-lbs on specimens which were 
under tensile load' showed an immediate loss in load carrying ability 
of the beryllium substrates with transfer of all of the load to the 
Ti-6A1-4V cover plates.    Actual impact levels at which the load 
transfer occurs varies with the type of beryllium used. 

4. Ballistic levels at   1 ft-lb on specimens before tensile testing re- 
sulted in sufficient damage to the beryllium substrate to cause failures 
of the composite at loads equivalent to that required to rupture the 
Ti-6A1-4V armor alone.   Again,  the levels at which these occurred 
was dependent on the type of beryllium used. 

5. The method of joining coupled with the differences in the coefficient 
of linear thermal expansions of beryllium and the Ti-6A1-4V cover 
plates leads to the potential development of residual tensile strains 
in the former.    Although both hot pressed and wrought S-200 grades 
of beryllium constrained by Ti-6A1-4V exhibited ultimate tensile 
strengths lower than predicted by rule of mixtures, their yield 
strengths were significantly higher.    This synergistic effect could 
be attributed to the plastic strain hardening associated with the 
stresses developed by the differences in thermal expansion of the 
substrate and the cover plates. 

6. Considering the level of the tt.     '1P strength required in the composite 
to warrant further  study as a potential replacement of conventional 
compressor blading in turbine engines,   there is no evidence to indicate 
that even an optimized system will be adequately impact resistant. 
However,  in applications where lower stress levels are encountered, 
these composites with their improved impact behavior may be ex- 
tremely attractive. 
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VII.    RECOMMENDATIONS 

Though the application of Ti-6AI-4V cover plates to a beryllium 
substrate does result in a composite that absorbs relatively high levels 
of ballistic impact,  the load carrying ability of that composite is re- 
duced below the levels required for specific engine blading applications. 
On this basis,  further work on this scheme cannot be recommended for 
that ultimate usage. 
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